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Rpt # Title, Authors, Publication Date, Other Relevant Information 
 
1 Concrete Pavement Research, H.L. Lehmann & C.M. Watson, Part I-1956, Part II-1958 
         
2 Use of Self Propelled Pneumatic Tired Rollers in Bituminous Construction and 

Recommended Procedures, A Special Report, Verdi Adam, 1958 
         
3 Use of Expanded Clay Aggregate in Bituminous Construction, H.L. Lehmann & Verdi 

Adam, June 1959 
 
4 Application of Marshall Method in Hot Mix Design, H.L. Lehmann & Verdi Adam, June 

1959 
 
5 Viscosity in Hot Mix Construction, Verdi Adam, November 1959 
 
6 Slab Breaking & Seating on Wet Subgrades with Pneumatic Roller,  Jimmy Lyon, Jr., 61-

4B, January 1963 
  
7 Lightweight Aggregate Abrasion Study, H.B. Rushing, 61-7C, February 1963 
 
8. Texas Triaxial R-Value Correlation, H.L. Roland, 61-1S, March 1963 
 
9 Asphaltic Concrete Pavement Survey, S.C. Shah, 61-1B, April 1963 
 
10 Compaction of Asphaltic Concrete Pavement with High Intensity Pneumatic Roller, Part 

I, Verdi Adam, S.C. Shah & P.J. Arena, 61-7B, July 1963 
 
11 A Rapid Method of Soil Cement Design, H.L. Roland & A.S. Kemahlioglu, 61-8S, March 

1964 
 
12 Correlation of the Manual Compaction Hammer with Mechanical Hammers for the 

Marshall Method of Design for Asphaltic Concrete, P.J. Arena, 63-1B, September 1964 
 
13 Nuclear Moisture -- Density Evaluation, H.L. Roland, 62-1S, November 1964 
 
14 Service Temperature Study for Asphaltic Concrete, P.J. Arena, 61-3B, October 1964 
 
15 Quality Control Analysis, Part I -- Asphaltic Concrete, S.C. Shah, 63-1G, November 

1964 
 
16 Typical Moisture Density Curves, C. M. Higgins, 61-11S, May 1965 
 



17 High Pressure Lime Injection, C.M. Higgins, 63-7S, August 1965 
 
18 Durability of Lightweight Concrete, Phase III -- Freezing & Thawing Tests of  

Lightweight Concrete, H.B. Rushing, 61-8C, August 1965 
 
19 Compaction of Asphaltic Concrete Pavement with High Density Pneumatic   Rollers, 

Part II -- Dentification Due to Traffic, S.C. Shah, 61-7B, October 1965 
 
20 A Rapid Method for Soil Cement Design -- Louisiana Slope Value Method, Part II -- 

Evaluation, C.M. Higgins, A.S. Kemahlioglu, Verdi Adam, 61-8S,  May 1966 
 
21 Typical Moisture Density Curves, Part II -- Lime Treated Soils, C.M. Higgins, 61-11S, 

May 1966 
 
22 Nuclear Moisture Density Evaluation, Part II, 62-1SB, May 1966 
 
23 Quality Control Analysis, Part II -- Soil Aggregate Base Course, S.C. Shah, 63-1G, May 

1966 
 
24 Quality Control Analysis, Part III -- Concrete Aggregate,  S.C. Shah, 63-1G, November 

1966 
 
25 Shell Concrete Pavement, H.B. Rushing, 62-1C, October 1966 
 
26 Evaluation of the Gyratory for Use in Designing Asphaltic Concrete Mixtures,  P.J. 

Arena, 61-2B, December 1966 
 
27 Nuclear Density Evaluation on Asphaltic Concrete, P.J. Arena, 62-1SB, April 1967 
 
28 Solid Rubber Tire Roller Study, P.J. Arena, 63-4B, June 1968 
 
29 Correlation of Rapid Hydrometer Analysis for Select Materials to Existing Procedure, 

LDH TR-407-66, G.W. Bass, M.M. Cryer, 67-1S, May 1968 
 
30 Concrete Mixing Time Study, C.M. Higgins, 63-10C, October 1968 
 
31 Pressuremeter Correlation Study, C.M. Higgins, 66-2S, October 1968 
 
32 Skid Resistance Study, H.R. Rushing, 66-1G, October 1968 
 
33 Durability of Lightweight Concrete, Phase I -- Concrete Temperature Study, H.R. 

Rushing, 61-8C, August 1968 
 
34 Concrete Wear Study, H.B. Rushing, 63-8C, June 1968 
 



35 Paint Study, D.G. Azar, 63-1CH, December 1968 
 
36 Quality Control Analysis, Part IV, S.C.Shah, 63-1G, March 1969 
 
37 Expanded Clay Hot Mix Study, P.J. Arena, 65-3B, April 1969 
 
38 Reflection Crack Sealing Study, E.J. Breckwoldt, 68-1M(B), June 1969 
 
39 Cement Study, Phase I, II & III, D.G. Azar & H.B. Rushing, 63-2CH-C, June 1969 
 
40 Temperature Differential on Swingspan Bridges, H.B. Rushing, 66-1ST, June 1969 
 
41 Lime Treatment at Depth, C.M. Higgins, 63-7S, June 1969 
 
42 Evaluation of Coatings for Concrete Masonary, H.B. Rushing, 68-3C(B), July 1969 
 
43 Evaluation of Organic Zinc Coatings, D.G. Azar, 69-1CH(B), August 1969 
 
44 Concrete Probe Strength Study, S.M. Law & W.T. Burt, 68-2C(B), November 1969 
 
45 Slab Jacking Study, C.M. Higgins, 68-2M(B), March 1970 
 
46 Evaluation of the Use of Anti-Stripping Additives in Asphaltic Concrete  Mixtures, P.J. 

Arena & J.T. Ashby, 68-3B(B), January 1970 
 
47 Skid Resistance Study, P.J. Arena, 68-2G, June 1970 
 
48 Road Correlation Roughness, S.M. Law & W.T. Burt, B-4, June 1970 
 
49 Tension Pile Study, W.C. Walters, 68-4ST(B), July 1970 
 
50 Air Pollution from Hot Mix Plants, W.T. Burt & B.J. Gueho, 68-1CH(B), October 1970 
 
51 Non Destructive Testing of Concrete, H.R. Rushing & J.O. Burt, 69-1C, November 1970 
 
52 Ultrasonic Weld Testing, P.J. Arena & J.T. Ashby, 68-3ST, November 1970 
 
53 Electronic Logging & Gamma Ray Logging Device Study, W.C. Walters & S. Bokun, 69-

1S, April 1971 
 
54 AASHO Correlation Study, Lyon, Shah, Burt & Law, 63-4SC, May 1971 
 
55 Soil Cement Design Study, W.T. Burt & J.L. Melancon, 68-9S, May 1971 
 
56 Erosion Control Study, A.L. Cox, R.C. Adams & T.B. Lawson, 63-2M 



57 Drainage Pipe Study, D.G. Azar, 64-1CH, May 1971 
 
58 Paving Block Study, A.L. Cox, 68-6H(B), October 1971 
 
59 Control Strip Study, S.C. Shah, 69-2S, September 1971 
 
60 Evaluation of Raised Pavement Markers, H.R. Rushing, J.O. Burt & E.J. LeBlanc, 68-1T, 

November 1971 
 
61 Bridge Inspection Research, S.A. Masca, A.J. Dunn & J.G. Bizette, 71-2M(B), January 

1972 
 
62 Evaluation of Slab Sod Thickness, S.M. Law, M-1, January 1972 
 
63 Evaluation of Joint Sealant Materials,   W.T. Burt, D.G. Azar & J.C. Meyers, 69-2G, 

December 1971 
 
64 Evaluation of Masonry Coatings, J.E. Ross & E.J. LeBlanc, 68-3C(B), June 1972 
 
65 K@ Value Correlation Study, E.F. Wilson, S.C. Shah & J.C. Meyers, 70-1SC(B), June 

1972 
 
 66 Evaluation of Catch Basin Grates, S.M. Law & S.J. Vaccaro, 71-3H(B), October 1972 
 
67 Variation in Temperature & Mechanical Properties of Asphaltic Concrete Due to Storage 

in Surge Bins, J.L. Herald & L.D. Ray, 72-2(B), March 1973 
 
68 Evaluation of Thermoplastic Materials, D.G. Azar, 71-1CH(B), April 1973 
 
69 Rapid Setting Concrete Patching Study, J.E. Cross, 71-1C(B), August 1973 
 
70 Grooving of Concrete Pavements, W.C. Walters & S.G. Bokun, 67-1G, August 1973 
 
71 Computerization of Material Test Data Reporting System, S.C. Shah, 70-1G, September 

1973 
 
72 Soil Cement Study, S.C. Shah & J.L. Melancon, 68-9S, November 1973 
 
73 Evaluation of a Drainage Blanket in Asphalt Section, J.C. Meyers, 72-8B(B), November 

1973 
 
74 Evaluation of Sand Fills, R.W. Kinchen & J.L. Melancon, S-23, November 1973 
 
75 Luminary Vibration Supression Study, J.O. Burt & E.J. LeBlanc, 71-3C(B), February 

1974 



76 Erosion Evaluation Study, S.M. Law & S.J. Vaccaro, 69-4M, June 1974 
 
77 Evaluation of a Clam Shell Embankment Bridging Marshland Soil, R.W. Kinchen, J.L. 

Melancon & A.S. Kemahli, 72-1S(B), May 1974 
 
78 Highway Noise Study, D.W. Babin, 71-2G(B), May 1974 
 
79 Laboratory Evaluation of Rubber Asphalt Paving Mixtures, D.E. Carey, 72-10(B), June 

1974 
 
80 A Correlation of Various Smoothness Measuring Systems for Asphaltic Concrete 

Surfaces, S.C. Shah, 71-1(B), June 1974 
 
81 Vibratory Roller Evaluation Study,  L.A. Glascock, 73-1B, August 1974 
 
82 Investigation of Accident Reduction by Grooved Concrete, W.C. Walters, 73-1G(B), 

October 1974 
 
83 Evaluation of Full Depth Asphaltic Concrete Pavement, W.H. Temple, 72-7B(B), 

November 1974 
 
84 Rapid Setting Concrete Patching Study, J.E. Cross, 71-1C(B), January 1975 
 
85 Bridge Deck Deterioration Study, J.E. Ross, 72-2C(B), January 1975 
 
86 Evaluation of Continuously Reinforced Concrete Pavement, Zahir Bolourchi & W.H. 

Temple, P-8, February 1975 
 
87 Expanded Clay Hot Mix Study, Part II,  W.C. Walters, 65-3B, March 1975 
 
88 Anti-Stripping Additives In Lieu of Mineral Filling in Asphaltic Concrete Mixtures, S.C. 

Shah, 72-3B(B), April 1975 
 
89 Ground Vibration Investigation at Highway Construction Sites, W.C. Walters & S.G. 

Bokun, 71-3S, April 1975 
 
90 The Evaluation of Synthetic Fabric for the Reduction of Reflective Cracking, D.E. Carey, 

71-1B(B), April 1975 
 
91 Evaluation of Retroflective Durability of Raised Pavement Markers, R.W. Kinchen & 

E.J. LeBlanc, 71-6C(B), June 1975 
 
92 A Discussion of Horizontal Wind Vector Determinations in South Louisiana:A 

Meteorological Monitoring Study, G. Cramer, P.M. Griffin & C.D. Walters, 73-3G(B), 
May 1975 



93 Evaluation of Thermoplastic Materials, D.G. Azar & H. Lacinak, 71-1CH(B), May 1975 
 
94 Review of Data Generated by Statistical Specifications on Asphaltic Concrete, S.C. Shah, 

63-1G, July 1975 
 
95 Metal Pipe Coupling Study, S.M. Law, 73-2G(B), November 1975 
 
96 Construction Records Study, J.G. Bizette & C. Roussel, 72-1G(B), September 1975 
 
97 Evaluation of Load Transfer Devices, W.H. Temple, 72-3G, October 1975 
 
98 Texturing of Concrete Pavement, Interim Report No. 1, J.E. Cross, 72-3C(B), October 

1975 
 
99 Rapid Test Methods of Bituminous Materials, D.E. Carey, 72-1B(B), December 1975 
 
100 A Laboratory Evaluation of Sulphur Asphalt Paving Mixtures, L.A. Glascock, 74-1B(B), 

February 1976 
 
101 Durability Study of Metal Drainage Pipe, Interim Report No. 1, R.W. Kinchen, W.H. 

Temple & H. Lacinak, 72-1SS, March 1976 
 
102 Vibratory Roller Evaluation Study, Lacey Glascock, 73-1B, April 1976 
 
103 Digrammic Sign, D.W. Babin, 72-2SS(B), March 1976 
 
104 Weigh-In-Motion Systems Evaluation, J.O. Burt, 74-1SS(B), April 1976 
 
*105 Evaluation of Joint Sealant Materials, R.Kinchen, W. Temple, W.T. Burt & D. Azar, 69-

2G, November 1976 
 
105 Advance Traffic Control Warning Systems for Maintenance Operations (Final Report), 

S.C. Shah & G.L. Ray, 72- 1M, July 1976 
 
106 Statistical Evaluation of Rainfall Simulator and Erosion Testing Procedures, S.M. Law, 

74-2M(B), January 1977 
 
107 Asphalt Cement Consistency Study-Field Evaluation of Viscosity and Penetration Graded 

Asphalt Cements, S.C. Shah, 63-2B, December 1976 
 
108 Evaluation of Thin Films of Paint on Steel, K.L. McMichael, 74-1CH 
 
109 Asphaltic Concrete Overlays of Rigid and Flexible Pavements (Interim Report, No. 1), 

R.W. Kinchen & W.H. Temple, 69-3B, April 1977 
 



110 Evaluation of Water Based Inorganic Paint Systems, H. Lacinak, 74-2CH, April 1977 
 
111 Evaluation of Vacuum Pycnometer, D.E. Carey, 72-6B(B), June 1977 
 
112 Skid Resistance Study, W.C. Walters, 69-1G, June 1977 
 
113 Evaluation of Interior and Exterior Latex Paints (Interim Report No. 3), D.G. Azar, 72-

3CH(B), December 1977 
 
114 Quantitative X-Ray Diffraction and Flourescence Analysis of Paint Pigment Section, J. 

McMichael, 76-1CH(B), January 1978 
 
115 Evaluation of Drainage Pipe by Field Experimentation and Supplemental Laboratory 

Experimentation (Interim Report No. 2), R. Kinchen, W.H. Temple, H. Lacinak & B. 
Gueho, 72-1SS, March 1978 

 
116 Evaluation of Zinc Coating Procedures (Final Report), H.Lacinak & K.L. McMichael, 

72-1CH(B), January 1978 
 
117 Evaluation of an Asphalt Treated Drainage Blanket in a Rigid Pavement Section (Final 

Report), H. Paul & W.H. Temple, 72-8B(B), January 1978 
 
118 Control of Hot Mix Production by Cold Feed Only (Final Report), D.E. Carey, 73-2B(B), 

April 1978 
 
119 Settlement Study, (Interim Report No. 1), W.C. Walters, 64-1S, May 1978 
 
120 Estimating Procedure for Major Highway Construction Bid Item Cost, S.C. Shah, 78-

1G(B), June 1978 
 
121 The Protection Effectiveness of Waterproof Membrane System on Bridge Decks in 

Louisiana (Final Report), J.E. Cross, 75-2C, August 1978 
 
122 Performance Evaluation of Louisiana=s AASHO Satellite Test Sections (Final Report), 

W.H. Temple, 78-2P, August 1978 
 
123 Determination of Shell Content by Activation Analysis, J.L. Melancon, 72-2S, August 

1978 
 
124 The Effects of Elevated Highway Construction on Water Quality in Louisiana Wetlands 

(Interim Report No. 1), G.H. Cramer & M.S. Ewing, 75-4G, August 1978 
 
125 Evaluation of Statistically Oriented End Result Specifications,  S.C. Shah, 75-3G, 

January 1979 
 



126 Louisiana Experimental Base Project (Interim Report No. 1), Lyon, Kinchen, Carey, 
Shah & Melancon, 74-1G, August 1978 

 
127 1978 Continuously Reinforced Concrete Pavement Workshop (Summary Report), R.W. 

Kinchen, September 1978 
 
128 Procedural Research for Reporting of Material Test Data Using Computer Systems of the 

MATT System (Volume I, User Manual), S.C. Shah & Veto Yoches, 70-1G, August 1978 
 
129 Evaluation of Reef Shell Embankment (Final Report) J. Melancon & S. Bokjun, 77-

1S(B), November 1978 
 
130 The Effects of Highway Noise on Residential Property Values in Louisiana (Final 

Report), George Cramer, 78-1G, November 1978 
 
131 Determination of Soil Swelling Potential, J.L. Melancon, 72-3S(B), March 1979 
 
132 Evaluation of Interior and Exterior Latex Paints D.G. Azar, 72-3CH(B), June 1979 
 
133 Investigation of Accident Reduction by Grooved Concrete Pavement, W.C. Walters, 73-

1G(B), July 1979 
 
134 Texturing of Concrete Pavement, (Final Report), S.M. Law & M. Rasoulian, 72-3C(B), 

August 1979 
 
135 Design and Test Properties of System Water Reducers in Portland Cement Concrete, 

S.M. Law & M. Rasoulian, 77-1C, November 1979 
 
136 Pozzolan Cement Study, S.M. Law & M. Rasoulian, 78-1C(B), December 1979 
 
137 The Effects of Elevated Highway Construction on Water Quality in Louisiana  Wetlands, 

(Interim Report No. 1), G. Cramer & W.C. Hopkins, 75-4G, July 1979 
 
138 Design and Evaluation of High Strength Concrete for Girders, (Final Report),  S.M. Law 

& M. Rasoulian, 79-2C(B), February 1980 
 
139 Polymer Modified Concrete Study Law, M. Rasoulian, 78-2C(B), April 1980               
 
140 Evaluation of Experimental Railroad-Highway Grade Crossing (Interim Report No. 5), 

Z. Bolouchi, A. Pittman & D. Mascaro, April 1980 
 
141   Evaluation of Corrosion Inhibitor, S. Law & M. Rasoulian, 79-1C(B), May 1980 
 
142    Laboratory Evaluation of Modified Asphalt, (Final Report), D. Carey & H. Paul, 80-

1B(B), November 1980 



143    Hot Plant Recycling of Asphaltic Concrete Mixtures, (Final Report), D. Carey & H. Paul, 
78-2B, May 1980 

 
144   Sulphur Extended Asphalt, D. Carey & H. Paul, 79-1DEM, May 1980 
 
145     Blended Aggregate Study, J.T. Ashby, 78-3G, March 1980 
 
146   Effects of Asphalt Cement Rejuvenating Study, D. Carey & H. Paul, 78-1B(B), August 

1980 
 
147    Asphaltic Concrete Overlays of Rigid and Flexible Pavements, (Final Report), R.W. 

Kinchen & W.H. Temple, 69-3B, October 1980 
 
148     The Effects of Elevated Highway Construction on Water Quality in Louisiana Wetlands, 

(Final Report), G. Cramer & W.C. Hopkins, 75-4B, February 1981 
 
149     Feasibility of Development of a Nuclear Density Gage for Determining the Density of 

Plastic Concrete at a Particular Stratum, (Final Report), J.L. Melancon & F. Iddings, 78-
1S, May 1981 

 
150    Analysis of Routine Traffic Count Stations to Optimize Locations and Frequency, (Final 

Report), S.C. Shah & J.J. Hirschmann, 81-2D(B), June 1981 
 
151    Investigation of Accidents Within Construction Zones in Louisiana, A. Bolouchi & A. 

Moore, July 1981 
 
152     An Integrated Pavement Management and Feedback System (PAMS), S.C. Shah & R.W. 

Kinchen, August 1981 
 
153     Optimization of Salt Fog Conditions for Organic Zinc Paints, (Final Report), D.G. Azar 

& K. Clement, 78-1CH(B), October 1981 
 
154     Evaluation of Drainage Pipe by Field Experimentation and Supplemental Laboratory 

Experimentation, (Interim Report No. 3), W.H. Temple, M. Rasoulian & B. Gueho, 72-
1SS, November 1981 

 
155     Heavy Metal Concentration of Leachate from Fly Ash Fills in Louisiana, W. Graves & K. 

Clement, 81-1CH(B), April 1982 
 
156     Thin Bonded P.C.C. Resurfacing, (Interim Report No. 1), W.H. Temple & M. Rasoulian, 

80-3P, April 1982 
 
157     Evaluation of Asphalt Cement Extraction and Recovery Methods, (Final Report), D. 

Carey & H. Paul, 81-1B(B), June 1982 
 



158     Quality Control of Recycled Asphaltic Concrete, (Final Report), D. Carey & H. Paul, 81-
2B(B), July 1982 

 
159    Settlement Study, (Final Report), W.C. Walters, 64-1S, September 1982 
 
160    Evaluation of the Guard Rail Energy Absorbing Terminal (G-R-E-A-T) Impact 

Attenuator, W.C. Walters, 79-3G(B), September 1982 
 
161    Evaluation of Highway Safety Improvement Projects in Louisiana (1975-1978), Z. 

Bolouchi & S. Kemp, September 1982 
 
162  Evaluation of Full Depth Asphaltic Concrete Pavement, W.H. Temple, 72-7B, October 

1982 
 
163     Correlation of Construction Quality Criteria with the Performance of Asphaltic Concrete 

Pavements, R. Kinchen, J. Hirschmann & S.C. Shah, 79-2G, December 1982 
 
164     Development of an Automated Pre-Sampling Plan for Construction Projects, W. 

Carpenter, 81-1D(B), March 1983 
 
165     Evaluation of Experimental Railroad Highway Grade Crossings in Louisiana, S. Bokun 

& A. Moore, 80-1SS, August 1983 
 
166     Evaluation of Various Coarse Aggregate Concretes, M. Rasoulian, 80-2C, October 1983 
 
167     Field Samples of Hot Mix as an Acceptance Procedure, H. Paul, 82-1B(B), November 

1983 
 
168     Field Calibration of Dutch Cone Penetrometers for Louisiana Soils, W.C. Walters, 80-

1S(B), December 1983 
 
169     Evaluation of Skid Inventory Data for Development of Trends (Pilot Study), W.C. 

Walters, 82-1G(B), December 1983 
 
170     The Use of Cone Penetrometer Testing to Investigate Sand Fill Subsidance at Cross 

Drain Locations, R. Yilmax, B. Lakeman & J.L. Melancon, 83-3C, March 1984 
 
171    An Integrated Pavement Data Management and Feedback System (PAMS), S.C. Shah, J. 

Hirschmann, & E. McGee, 79-1G, May 1984 
 
172     Laboratory Evaluations of Trinidad Lake Asphalt, (Final Report), H. Paul & S. Kemp, 

82-2B(B), May 1985 
 
173 Evaluation of Experimental Rumble Strips, (Interim Report No.1), S. Bokun & A. Moore, 

82-1SS, December 1984 



174    Evaluation of Drainage Pipe by Field Experimentation and Supplemental Laboratory 
Experimentation, (Final Report), W. Temple, S. Cumbaa & B. Gueho, 72-1SS, March 
1985 

 
175   Evaluation of Graded Limestone Base Course on a Low Volume Road, W.H. Temple & 

S.L. Cumbaa, 79-1P(B), April 1985 
 
176  Rapid Curing and Strength Relationships of Concrete, (Final Report), M. Rasoulian & C. 

Burnett, 83-1C(B), May 1985 
 
177     Field Evaluation of Fly Ash in Aggregate Shoulder Materials, J. Melancon, 81-1S, June 

1985 
 
178     Investigation of Earth Borne Vibrations Due to Highway Traffic and/or Construction 

Blasting, S. Bokun, 82-1S, June 1985 
 
179     Chemkrete Modified Asphaltic Concrete Field Trial Construction and First Year 

Evaluations, H. Paul & S. Kemp, June 1985 
 
180    The Effects of Engineering Fabric in Street Pavement on Low Bearing Capacity Soil in 

New Orleans, (Executive Summary), W.H. Temple, 80-2P(B), July 1985 
 
181     Thin Bonded PCC Resurfacing, (Final Report), W.H. Temple & S.L. Cumbaa, 80-2P(B), 

July 1985 
 
182     Laboratory Evaluation of Fly Ash Treated Embankment and Base Materials, (Interim 

Report No. 1), J. Melancon & K. Mitcham, 83-1S, September 1985 
 
183     Evaluation of Experimental Railroad-Highway Grade Crossings in Louisiana, (Final 

Report), S. Bokun & A. Moore, 80-1SS, October 1985 
 
184    Evaluation of Thin Epoxy System Overlays for Concrete Bridge Decks (Interim Report 

No. 1), M. Rasoulian & C. Burnett, 84-2C 
 
185    Road Profile Study, S.L. Cumbaa, 83-1P(B), February 1986 
 
186     Evaluation of Experimental Rumble Strips, (Final Report), S. Bokun & A. Moore, 81-

2SS, April 1986 
 
187     Evaluation and Use of the Materials and Test (MATT) System for Quality of Construction 

and Management Review, (Final Report), W.G. Carpenter & S.C. Shah, 83-1D(B), June 
1986 

 
188     Sprinkle Treatment Experimental Project Construction and First Year Evaluation 

(Demonstration Project No. 50), H. Paul & S. Kemp, July 1986 



189     Surface Recycling U.S. 71 Construction and Initial Performance and Evaluation, H.R. 
Paul, 86-1EQM and 86-1LFT, August 1986 

 
190    Evaluation of Specific Gravity Test Methods for Absorptive Aggregates, H. Paul, S. 

Kemp & L. Lay, 86-1B(B) 
 
191     Development of an Improved Method for Evaluating and Reporting the Structural 

Condition of Railroad Grade Crossings, S. Bokun, 84-2SS(B) 
 
192    Louisiana Experimental Base Project, W.H. Temple & S.C. Shah, 74-1G 
 
193  Use of Heat Straightening Techniques for Repair of Damaged Steel Structural Elements 

in Bridges, 85-3ST 
 
194     Non-Destructive In-Place Inspection of Cable Stays for Mississippi River Bridge at 

Luling, A. Avasthi, R. Drake & H.Q. Le, 85-1ST(B), June 1986 
 
195    An Integrated Pavement Data Management and Feedback System (PAMS), S.C. Shah & 

W. Carpenter, Jr., 79-1G, April 1987 
 
196    Weigh-In-Motion for Planning Applications in Louisiana, D. Broussard, W.H. Temple & 

A. Moore, 85-1SS(B) 
 
197     Evaluation of Surface Modification Methods to Mitigate Rusting and Pitting in 

Weathered Steel Bridge, Dr. A. Raman, 84-1ST, September 1986 
 
198     Evaluation of Experimental Installation of Silane Treatment on Bridges, M. Rasoulian, 

82-2C, October 1987 
 
199    Chemkrete Modified Asphaltic Concrete Field Trial-Construction and Three Year 

Evaluation, H. Paul, October 1987 
 
200     Prestressed Concrete Beams Intermixed with Steel Beams for Bridge Widening, Dr. R.N. 

Bruce, J.C. O=Hara & P.M. Lynch, Tulane University, 85-2ST(B), May 1987 
 
201     Heat Straightening Effects on the Behavior of Plates and Rolled Shapes, (Volume 2: 

Interim Report, Phase I), LSU, Dr. R. Avent & R. Boudreau, 85-3ST 
 
202    Heat Straightening Effects on the Behavior of Full-Scale Simulated Bridge Girders, 

(Volume 4: Interim Report, Phase II), LSU, R. Avent & G. Fadous, 85-3ST 
 
203    Heat Straightening Effects on the Behavior of Full-Scale Simulated Bridge Girders, LSU, 

R. Avent & G. Fadous, 85-3ST, August 1987 
 



204     Research Services Laboratory Evaluation of Fly Ash Treated Embankment and Base 
Material, (Final Report), K.L. McManis, 88-1S(B) 

 
205     Portland Cement Concrete Pavement Restoration, (Demonstration Project No. 69), S.L. 

Cumbaa, February 1988 
 
206     Accelerated Corrosion Test for Metal Drainage Pipes, USL, J.D. Garber & J.H. Lin, 86-

1P(B), June 1987 
 
207     Evaluation of Experimental Installation of Silane Treatment on Bridges, M. Rasoulian, C. 

Burnett & R. Desselles, HPR 82-2C, February 1988 
 
208     Correlation of Construction Quality Criteria with Performance of Asphaltic Concrete 

Pavements, S.C. Shah, 79-2G, August 1987 
 
209     Effects of Combined Lime and Fly Ash Stabilization on the Elastic Moduli of 

Montmorillonitic Soils, LSU, R.E. Ferrell, A. Arman & G. Baykal, 83-1S, April 1988 
 
210    Development of Design Criteria for the Prevention of Slope Failures, La. Tech, Dr. 

Burns, 86-2GT(B), June 1988 
 
211     Latex Modified Asphalt and Experimental Joint Treatments on Asphaltic Concrete 

Overlays, S.L. Cumbaa & H.R. Paul, June 1988 
 
212     Field Evaluation of Channelizing Devices for Work Zones, S.C. Shah, June 1988 
 
213     Portland Cement Concrete Pavement Restoration, (Demonstration Project No. 69), S.L. 

Cumbaa, July 1988 
 
214     Life Cycle, Cost and Loading Characteristics of AASHO Designed Rigid and Flexible 

Pavements in Louisiana (1965-1986), W.H. Temple & D. Boleware, 84-1P(B), June 1988 
 
215     Effects of End-On Construction on a Coastal Wetland, E. Bodker, 82-1E, April 1988 
 
216    Evaluation of Recycled Projects for Performance, (Final Report), H.R. Paul & R. Doucet, 

83-1B(B), October 1988 
 
217    Automation of Scour Analysis at Louisiana Bridge Sites, LSU, J.F. Cruise & D.P. 

Argialas, 87-1H(B), October 1988 
      
218     Implementation of the New AASHTO Pavement Design Procedure in Louisiana, (Final 

Report), W.H. Temple & W.G. Carpenter, 89-1DEM, January 1989 
 
219     Sprinkle Treatment Experimental Project Construction and First Year Evaluation, 

(Demonstration Project No. 50), H.R. Paul & S.F. Kemp, July 1986 



220     Investigation to Increase Productivity and Retention of Young Engineers, LSU, L. Mann, 
Jr., 88-2SS(B), August 1988 

 
221     Fly Ash in Concrete, M. Rasoulian, 84-1C, February 1989 
 
222     Instrumentation of the Red River Bridge at Boyce, Louisiana, Construction Technology 

Laboratories, Inc., K.N. Shiu, 82-3C, August 1988 
 
223 Heat-Straightening Techniques for Repair of Damaged Structural Steel in Bridges, LSU, 
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